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State of Louisiana
Department of Transportation and Development

Qualified Products List 57

ANTI-STRIP ADDITIVES*

PRODUCT
SOURCE
CODE PRODUCT SOURCE

5704
5750
5763
5752
5757
5753
5758
5727
5746
5748
5749

Kling Beta 2550 HM
Kling Beta 2700
Kling Beta 2912
Perma-Tac
Perma-Tac
Perma-Tac Plus 
Perma-Tac Plus
Perma-Tac 99
Redicote 95-S
Wetfix 300N
Wetfix 312

Akzo Nobel Asphalt Applications, Inc.
P. O. Box 7677
Waco, TX 76714

5764 Perma-Tac 99 Akzo Nobel Surface Chemistry, LLC
P. O. Box 23590
Waco, TX 76702-3590

5728
5715
5730
5740
5741
5742
5755
5762
5765

Ad-Here HP Plus
Ad-Here LA
Ad-Here LA 2
Ad-Here LOF 65-00
Ad-Here LOF 65-00 LS
Ad-Here 66-01 LS
Ad-Here 62-40
Ad-Here 67-00
Ad-Here LA 3

Arr-Maz Products, Inc.
621 Snively Avenue
Winter Haven, FL 33880

5731
5732

Tomah 101-25-B
Acra-2000

Exxon Chemical Company
P. O. Box 388
Milton, WI 53563

5766 Kao Gripper X2 Kao Specialities Americas, LLC
243 Woodbine Street
High Point, NC 27261
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5707
5759
5760
5761
5754
5708
5709
5711
5737
5745
5751
5756

Carstab BA-2000
Morlife 300
Morlife 500
Morlife 2200
Morlife 3300
Pave Bond Special
Pave Bond AP
Pave Bond LP
Pave Bond Delta
Pave Bond Lite
Pave Bond T-Lite
Pave 192

Morton International, Inc.
2000 West Street
Cincinnati, OH 45215

5767 Pavegrip 200 Pre Tech Industries
2505 Collingsworth Street
Houston, TX 77026

5712
5718
5733
5735
5734
5720

Unichem 8140
Unichem 8154
Unichem 8162
Unichem 8163
Unichem 8169
Unichem 8171

Unichem International
Rt. 4, Box 100 Bobby Lane
Beaumont, TX 77705

5768 HPM Unique Paving Materials Corp.
3993 East 93rd Street
Cleveland, OH 44105

5713 Indulin As-Special Westvaco Corporation
P. O. Box 237
Mulberry, FL 33860
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*For use in asphaltic concrete mixtures

REFERENCE:

2000 DOTD Standard Specifications, Subsections 501.02(b)(2), 501.12(c) (13), and 1002.02(a)  

NOTE:

All material, regardless of prior approval, shall be sampled in accordance with the Material Sampling Manual and tested for
conformance to the original specification.  Any deviation in composition or performance from the original sample submitted may
result in a removal of the product from the qualified list.

No information contained in this list is to be used for promotional purposes.


